Goldhillite CusZn(AsOa4)2(OH)s-H20

Crystal Data: Monoclinic. Point Group: 2/m.

Physical Properties: Cleavage: Tenacity: Fracture:
Hardness = D(meas.) = D(calc.) =

Optical Properties: Color:  Streak: Luster:
Optical Class:

Cell Data: Space Group: P21/c. a =12.3573(5) b=9.2325(3) ¢=10.7163(4) p=97.346(4)°

X-Ray Diffraction Pattern: Middle pit, Gold Hill mine, Tooele Co., Utah, USA.
2.57 (100), 4.09 (28), 3.41 (23), 1.95 (22), 1.54 (20), 2.17 (18), 4.32 (17)

Chemistry:

Polymorphism & Series:

Mineral Group: The As-analogue of kipushite.

Occurrence:

Association:

Distribution: From the Middle pit, Gold Hill mine, Tooele Co., Utah, USA.

Name:

Type Material: A.E. Fersman Mineralogical Museum, Russian Academy of Sciences, Moscow,
Russia (88338) and the Natural History Museum of Los Angeles County, Los Angeles, California,

USA (76142).

References: (1) Miyawaki, R., F. Hatert, M. Pasero, and S.J. Mills (2021) IMA Commission on
New Minerals, Nomenclature and Classification (CNMNC) Newsletter 62. Mineral. Mag., 85, 637.
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