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Redmondite                                                                         [Pb8O2Zn(OH)6](S2O3)4 

 

Crystal Data: Monoclinic.   Point Group: 2/m. 

 

Physical Properties: Cleavage:   Tenacity:    Fracture:      

Hardness =       D(meas.) =      D(calc.) =        

 

Optical Properties:    Color:     Streak:   Luster:      
Optical Class:  

 

Cell Data: Space Group: P21/c.  a = 9.1672(4)  b = 10.6576(4)  c = 14.062(1)  β = 101.173(7)°  

 

X-Ray Diffraction Pattern: Redmond mine, Haywood Co., North Carolina, USA.   

3.442 (100), 6.56 (64), 2.847 (42), 2.479 (38), 2.912 (35), 5.01 (32), 3.173 (32) 

 

Chemistry:       

 

Polymorphism & Series:    

 

Mineral Group:    

 

Occurrence:    

 

Association:    

 

Distribution: From the Redmond mine, Haywood Co., North Carolina, USA. 

 

Name:   

 

Type Material: Natural History Museum of Los Angeles County, Los Angeles, California, USA 

(76160, 76161, and 76162). 
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