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Tennantite-(Cd)                                                                          Cu6(Cu4Cd2)As4S13 

Crystal Data: Cubic.   Point Group: 4
-
 3m.       

 

Physical Properties: Cleavage:   Tenacity:    Fracture:      

Hardness =       D(meas.) =      D(calc.) =        

 

Optical Properties:    Color:     Streak:   Luster:      

Optical Class:  

Cell Data: Space Group: I4
-
 3m.     a = 10.3088(2)  

 

X-Ray Diffraction Pattern: Berenguela mining district, Pacajes Province, La Paz, Bolivia.  

2.973 (100), 1.821 (27), 2.574 (12), 1.553 (8), 4.206 (7), 1.881 (5), 2.428 (4)  

 

Chemistry:       

  

Polymorphism & Series:    

 

Mineral Group: Tetrahedrite group. 

 

Occurrence:    

 

Association:    

 

Distribution: From the Berenguela mining district, Pacajes Province, La Paz, Bolivia. 

 

Name:   

 

Type Material: A.E. Fersman Mineralogical Museum, Russian Academy of Sciences, Moscow, 

Russia (5755/1 holotype) and the Department of Mineralogy and Petrology, National Museum, 

Prague, Czech Republic (P1P 47/2021 cotype). 

 

References: (1) Miyawaki, R., F. Hatert, M. Pasero, and S.J. Mills (2022) IMA Commission on 
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